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CHANGE LETTER

MATERIALS TESTING MANUAL CHANGE LETTER NO. 10

SUBJECT: TABLE. OF CONTENTS, ARIZONA TEST METHODS DATE OF ISSUE: MARCH 1984

416, 417, 802f, S,06c and 81Sb
EFFECTIVE DATE: MARCH 1984

SUMMARY

1. ARIZ 416

2. ARIZ 417

3. ARIZ 802f

4. ARIZ 806c

5. ARIZ 81Sb

"Testing Field Samples of Asphaltic Concrete'l
(New test which is added.)

"Maximum Theoretical Specific Gravity of Field Produced
Bituminous Mixtures (Rice Test)"
(New test which is added.)

IIEffect of Water on Cohesion of Compacted Bitur,linous Mixtures"
(Changed all sections)

"{\1aximum Theoretical Specific Gravity of Laboratory Prepared
Bituminous Mixtures (Rice Test)"
(Changed Title and all sections).

"Marshall Mix Design Method for Asphaltic Concrete II

(Changed entire procedure except Sections 1,2,5,10, 13
and 14.)

6. Deleted Test Methods - Please remove Table of Contents (February 1983),
Arizona Test Methods 802e, 806b and 81Sa.

7. Attachments

GI:nCj
Attachments

Table of Contents (March 1984), Arizona Test Methods
416, 417, 802f., 806c and 81Sb.
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